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BOSE ENGINEERS

Grain size (mm) <0.002 0.002-0.075 >4.75

Sample No. Clay 
(%)

Silt 
(%)

Gravel 
(%)

BH-1, UDS(3.00-3.45m) 35.0 62.6 0.0
BH-1, UDS(6.00-6.45m) 43.6 55.3 0.0
BH-1, SPT(9.00-9.60m) 42.4 56.5 0.0

Grain size (mm) <0.002 0.002-0.075 >4.75

Sample No. Clay 
(%)

Silt 
(%)

Gravel 
(%)

BH-1, SPT(12.00-12.60m) 41.6 57.2 0.0
BH-1, SPT(15.00-15.60m) 40.2 58.5 0.0
BH-1, SPT(18.00-18.60m) 33.4 63.4 0.6

*Silt & Clay

Project: Proposed One - Storied Upasona Room at Biswarjan Ghat, New Town, Kolkata
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BOSE ENGINEERS

Grain size (mm) <0.002 0.002-0.075 >4.75

Sample No. Clay 
(%)

Silt 
(%)

Gravel 
(%)

BH-1, SPT(21.00-21.60m) 0.0
BH-1, SPT(24.50-25.10m) 0.0
BH-2, UDS(1.50-1.95m) 36.2 61.4 0.0

Grain size (mm) <0.002 0.002-0.075 >4.75

Sample No. Clay 
(%)

Silt 
(%)

Gravel 
(%)

BH-2, UDS(4.50-4.95m) 42.7 56.2 0.0
BH-2, UDS (7.50-7.95m) 44.4 54.6 0.0

BH-2, UDS(10.50-10.95m) 45.9 53.1 0.0
*Silt & Clay

2.36

GRAIN SIZE DISTRIBUTION CURVES

0.98
1.05
1.15

0.075-4.75
Sand 
(%)

10.36* 89.64
91.28
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GRAIN SIZE DISTRIBUTION CURVES
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BOSE ENGINEERS

Grain size (mm) <0.002 0.002-0.075 >4.75

Sample No. Clay 
(%)

Silt 
(%)

Gravel 
(%)

BH-2, UDS(13.50-13.95m) 42.6 56.2 0.0
BH-2, SPT(16.50-17.10m) 34.8 62.1 0.5
BH-2, SPT (19.50-20.10m) 0.0

Grain size (mm) <0.002 0.002-0.075 >4.75

Sample No. Clay 
(%)

Silt 
(%)

Gravel 
(%)

BH-2, SPT(22.50-23.10m) 0.0
BH-2, SPT(24.50-25.10m) 0.0

BH-3, SPT(1.50-2.10m) 37.5 60.2 0.0
*Silt & Clay

5.7
2.29

1.23
2.61

88.26

94.26

GRAIN SIZE DISTRIBUTION CURVES

92.36
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Sand 
(%)
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BOSE ENGINEERS

Grain size (mm) <0.002 0.002-0.075 >4.75

Sample No. Clay 
(%)

Silt 
(%)

Gravel 
(%)

BH-3, SPT(4.50-5.10m) 42.5 56.5 0.0
BH-3, UDS(7.50-7.95m) 44.4 54.6 0.0

BH-3, UDS(10.50-10.95m) 43.7 55.2 0.0

Grain size (mm) <0.002 0.002-0.075 >4.75

Sample No. Clay 
(%)

Silt 
(%)

Gravel 
(%)

BH-3, UDS(13.50-13.95m) 40.1 58.6 0.0
BH-3, SPT(16.50-17.10m) 35.9 61.5 0.0
BH-3, SPT(19.50-20.10m) 0.0

*Silt & Clay

1.02
0.97
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BOSE ENGINEERS

Grain size (mm) <0.002 0.002-0.075 >4.75

Sample No. Clay 
(%)

Silt 
(%)

Gravel 
(%)

BH-4, SPT(3.00-3.60m) 35.8 61.8 0.0
BH-4,SPT(6.00-6.60m) 42.7 56.2 0.0
BH-4, UDS(9.00-9.45m) 44.7 54.3 0.0

.

Grain size (mm) <0.002 0.002-0.075 >4.75

Sample No. Clay 
(%)

Silt 
(%)

Gravel 
(%)

BH-4, UDS(12.00-12.45m) 43.4 55.5 0.0
BH-4, UDS(15.00-15.45m) 40.4 58.3 0.0
BH-4, SPT(18.00-18.60m) 33.5 63.2 0.7

*Silt & Clay

0.98

GRAIN SIZE DISTRIBUTION CURVES

2.63
1.32
1.15

0.075-4.75
Sand 
(%)

2.38
1.07
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